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300um APET

32um LD-PE

IR

25um LD-PE (strato pelabile)

= OTR* @ cm?3/ (m?2 24h)
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30urn LD-PE
20urn LD-PE (+bianco)
18um LD-PE (strato pelabile)

18um LD-PE

legante

S5um EVOH 38%

legante

16urm LD-PE (strato pelabile)
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